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Product Group Chemical Description Industrial
ILCO Lube AF 2 Additive Defoamer

ILCO Lube AF 4 Additive Defoamer
ILCO Lube CI SO Additive Oleylsarcosinate

ILCO Lube HFG Hydraulic Hydraulic Fluid

ILCO Lube 2202 Emusifier Fatty Alcohol Alcoxylate
ILCO Lube 2205 Additive Monomer Alkylepoxyoleate

ILCO Lube 2206 Emulsifier Monoethanolamide
ILCO Lube 2209 Emulsifier Fatty Alcohol Alcoxylate

ILCO Lube 2210 Emulsifier Fatty Acid Polyglycolester
ILCO Lube 2212 Emulsifier Castoroil Alcoxylate

ILCO Lube 2233 Emulsifier Fatty Alcohol Alcoxylate

ILCO Lube 2302 Monoester Isotridecyl Stearate
ILCO Lube 2303 Methylester Methyl Laurate

ILCO Lube 2305 Methylester Rapseed Methylester
ILCO Lube 2310 Monoester Isobutyl Stearate

ILCO Lube 2316 Glycerolester Glycerol Monooleate

ILCO Lube 2320 Monoester Isobutyl Tallowate
ILCO Lube 2342 Glycerolester Gycerol Tricaprylate

ILCO Lube 2324 Monoester 2 Ethylhexyl Oleat
ILCO Lube 2324 V Monoester 2 Ethylhexyl Oleate (veg.)

ILCO Lube 2423 Monoester Isopropylmyristate
ILCO Lube 2330 Monoester 2 Ethylhexyl Palmitate

ILCO Lube 2340 Monoester 2 Ethylhexyl Tallowate

ILCO Lube 2344 Glycerolester Glycerol Trioleate
ILCO Lube 2325 Monoester 2-Ethylhexyl Cocoate

ILCO Lube 2350 PE-Ester PE-Dioleate
ILCO Lube 2354 PE-Ester PE-Tetraoleate

ILCO Lube 2375 Monoester 2 Ethylhexyl Stearate



ILCO Lube 2355 Monoester n-Butyl Stearate

ILCO Lube 2400 NPG Ester NPG Dioleate

ILCO Lube 3100 Complexester Polyol-Complex-Ester
ILCO Lube 4820 Monoester Isodecylpelargonate

ILCO Lube 4810 Diester Di-Isodecyl Adipate
ILCO Lube 4850 Diester Di-2-Ethylhexyl Sebacate

ILCO Lube 4860 Diester Di-Isotridecyl Adipate
ILCO Lube 4870 Complexester Polyol-Complexester

ILCO Lube 4876 Diester 2 Ethylhxyl Dimerate

ILCO Lube 4879 Diester Di-isodecylazelate
ILCO Lube 4813 Diester Di-Isodecyl Adipate

ILCO Lube 4880 PE Ester PE-C8/C10 Eester
ILCO Lube 3955 Complexester Polyol-Complexester

ILCO Lube 4348 Complexester Polyol-Complexester

ILCO Lube 2334 Complexester Polyol-Complexester
ILCO Lube 2335 Complexester Polyol-Complexester

ILCO Lube 2336 TMP Ester TMP-Trioleate
ILCO Lube 2399 TMP Ester TMP-Cocoate

ILCO Lube 3974 TMP Ester TMP-Trioleate
ILCO Lube 4885 Emulsifier Fatty Acid Polyglycolester

ILCO Lube 4889 TMP Ester TMP C8/C10 Ester

ILCO Lube 4897 TMP Ester TMP Tri-isostearate
ILCO Lube 4146 Complexester Polyol Complexester

ILCO Lube 6000 Fatty Alcohol 2 Hexyldecyl Alcohol
ILCO Lube 6020 Fatty Alcohol 2 Octyldodecyl Alcohol

ILCO Lube 6070 Fatty Alcohol Oleyl/Cetyl Fatty Alcohol
ILCO Lube 6080 Fatty Alcohol Oleyl/Cetyl Fatty Alcohol

ILCO Lube 6090 Fatty Alcohol Oleyl/Cetyl Fatty Alcohol

ILCO Lube 6150 Fatty Alcohol Fatty Alcohol C12/98+
ILCO Lube 6200 Fatty Alcohol Fatty Alcohol C12 C14

ILCO Lube 6250 Fatty Alcohol Fatty Alcohol C12 C18
ILCO Lube 5000 Dispersant Polymerester

ILCO Lube 7030 Oligomer Polymerester



ILCO Lube 7050 Oligomer Polymerester

ILCO Lube 7065 Oligomer Polymerester

ILCO Lube 7280 Oligomer Polymerester
ILCO Lube 7300 Oligomer Polymerester

ILCO Lube 7700 Oligomer Polymerester
ILCO MIN 8010 T Amine Tallowamine, hyd.

ILCO MIN 8010 TD Amine Tallowamine, hyd., des
ILCO MIN 8015 C Amine Cocoamine, tech.

ILCO MIN 8010 CD Amine Cocoamine, des

ILCO MIN 8020 SD Amine Stearylamine, tech.
ILCO MIN 8020 SDF Amine Stearylamine, tech., des

ILCO MIN 8040 T Amine Tallow amine, hyd.
ILCO MIN 8040 TD Amine Tallow amine, partly unsat., des

ILCO MIN 8080 OD Amine Oleylamine, dest.

ILCO MIN 8085 OD Amine Oleylamine, dest.


